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  Part Number:Dr i lling cable-600V 4*313MCM

Product Description

Purchase Order No:QU.20230304002_V1.0

:
Measured Value ResultReference ValueTest itemNo .

Conductor1

Tinned copper T inned copperConductor materia pass

777 pcs777 pcsNumber of s ing le l ines pass

Insulation2

Mate ria LSZHLSZH pass

2.78mmAverage Thickness 2 .67mm pass

2.65mm2.30mmMinimum Th ickness pass

White1~4Core ident ifcat ion Wh ite1~4 pass

Inner sheath3

CRCR passMate r ia

Black passCo lor Black

3.1mm 3.7mmAverage Thickness pass

3.00mm2.6mm passMinimum Thickness

96%M in .90% passTinned copper w ire braid density4

Outer sheath5

CRCR passMater ial

BlackCoo r passB lack

4.3mm3.5mm passAverage Thickness

4.03mm passM in imum Thickness 3 .2mm

72.8mmOverall diameter 70~73.5mm pass

Electrica l test6

0.117ohm/Km0.121ohm/kM passD .C. resistance of conduc tor at 20℃ Max

no-break no-break passVoltageTest(AC :3 .5KV for5m in

Mechan ical properties of insulation7

Mechanica l properties of insu lation before ag ing7 .1

12 .6 pass12 .4MpaTensie strength Min

183 passE longation M in 150%
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  Part Number :Drilling cable-600V 4*313MCM

Product Descr iption

Purchase Order No:QU.20230304002_V1.0

:
Measured ValueReference Value ResultTest itemNo.

Mechan ica l properties of inner sheath8

Mechanical properties of inner sheath before
8.1 ag ing

10 .3Mpa 10 .5Tensi le strength Min pass

314Elongation M in 150% pass

Comp ly with technology agreement requirementTest Conclusion:
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